Material and Engineering Laboratory-Taichung TEST REPORT

0O 0D
Report NO.  : TB-20-01107A

C-20-02857

Page NO. -1 OF 1
Date of Report : Mar. 18, 2020

Project Name - Self Evaluation

Contractor Domeeee

Applicant - Keding Enterprises Co.,Ltd.

Supplier pua—

Sample Name : KD Prefinished Veneer Panel

Sample Submitted By : Keding Enterprises Co.,Ltd.- Chung-Hong Tsai

Date of Sample Received : Mar. 02, 2020

Date of Testing : Mar. 02, 2020 ~ Mar. 18, 2020

Remark : L.The information mentioned in the above section is provided by Applicant

(Exclude Date of Sample Received and Date of Testing)
2.The following report content marks # is provided by Client.

Test Results

Test Item Test Results Test Method

Acid resistance
(5% H,S0, > room temperature for 24 h )
Notel : Test location is the same as the laboratory address.
Note2 : This test report is an additional original report of TB-20-01107 C-20-02857. Issued date : Mar. 18, 2020.

No abnormality in acid dipping test CNS 10757(1995)
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